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Executive Summary

Forensic Analytical Consulting Services, Inc. (FACS) was retained by TAM + CZ Architects, Inc. to
perform an asbeslos inspection of a City of Fresno-owned warehouse, located at 725 H Street in Fresno,
California. The survey included any suspect asbestos-containing materials (ACM) which may be
disturbed during an upcoming renovation project at the warehouse. A summary list of suspect asbestos-
containing materials which were identified and sampled is included in Appendix A of this report. The
survey was performed on December 22, 2021.

Asbestos

The following suspect materials were sampled and identified to contain asbestos by laboratory analysis
during this survey:

e 12" VFT — Marble ¢ Drywall — Smooth Texture
¢ 12" VFT - Pink ¢ Flooring Material - Black Vinyi
e 3'x3' Floor Tile — Black ¢ Transite Panels

e 9" VFT — Tan Oatmeal e Vibration Dampener

e Aircell ¢ 9” VFT — Black

e Drywall — Skip Trowel Texture

While lab results do not reflect all drywall materials as containing asbestos, it is recommended that all
drywall containing a paint or texture finish be handled as asbestos-containing. This is due to the random
nature of the drywall systems in the building and determining exactly where one system that contains
asbestos may stop or start. Handling all drywall as asbestos-containing would remove the potential for an
improper disturbance of the material during renovation activities.

Please see Appendix A for a complete listing of materials sampled at the work areas and results during
this survey. Any suspect materials not included must be assumed to be asbestos-containing materials
until tested and proven not to contain asbestos. FACS recommends that the results of this report be
incorporated into any renovation plans provided for this project for informational purposes.
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Introduction

Forensic Analytical Consulting Services, Inc. (FACS) was retained by TAM + CZ Architects, Inc. to
perform an asbestos inspection of a City of Fresno-owned warehouse, located at 725 H Street in Fresno,
California. The survey was conducted prior to potential renovation activities in the near future. The
survey was performed on December 22, 2021.

Scope of Work

The purpose of this survey was to identify asbestos-containing materials (ACMs) which may be disturbed
during the upcoming project. The visual inspection, bulk sampling, and survey documentation were
performed by Chris Chipponeri. Mr. Chipponeri is a Division of Occupational Safety and Health (DOSH)
Certified Asbestos Consultant (CAC #10-4633) as required under California regulations. The scope of
the survey and the services provided by FACS included:

o Performing a visual inspection of the project areas to identify accessible suspect asbestos-
containing materials (ACMSs) that will be disturbed during the planned project;

e Collection of bulk material samples for asbestos analysis by polarized light microscopy (PLM);

e Ensuring the technical quality of all work by using Asbestos Hazard Emergency Response Act
(AHERA) accredited Building Inspectors;

¢ Consolidating data and findings into a report format.

Site Characterization

The warehouse at 735 H Street in Fresno, California is a multi-level industrial building comprising a main
floor, a sub level, and a limited upper level. The main floor includes 3 large warehouse bays, as well as
office space and storage. The sub level is comprised of two disconnected basements with street access.
The upper level consists of an office overviewing one warehouse floor, and attic space housing the
building's HVAC system. '

Survey Methods

Document Review
FACS has no prior survey or site inspection for this location.
Visual Inspection

Accessible building materials were visually inspected using the methods presented in the Federal
AHERA regulations (40 CFR, Part 763). AHERA inspection methodology is required to be used for
inspections of K-12 schools and is generally accepted as the industry standard for all ACM inspections
regardless of structure or facility type. Suspect ACMs were also physically assessed for friability,
condition and possible disturbance factors.

All areas were accessible during this inspection. This inspection excluded the roof area of the building
and additional survey for suspect materials would need to be performed of this area prior to any
renovation activities.
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Asbestos Inspection

Bulk Sample Collection

Bulk samples of identified homogeneous materials were collected in building areas that may be impacted
by the planned renovation/demolition activities. Samples were collected of each separate homogeneous
area. A homogeneous area is defined as a surfacing material, thermal system insulation, or
miscellaneous material that is uniform in use, color, and texture. Examples of homogeneous areas could
include:

Vinyl floor tiles

False ceiling panels

Drywall with joint compound
Vinyl sheet flooring

The specific number of samples collected was determined by using the methods required by the Federal
AHERA regulations (40 CFR, Part 763.86) as noted below:

1) For Surfacing Material:
1,000 ft? or less - collect 3 samples
1,001 to 5,000 ft? - collect 5 samples
5,001 ft2 or greater - collect 7 samples

2) For Thermal System Insulation:
“In a randomly distributed manner” - collect 3 samples
6 linear feet of patching or less - collect 1 sample
cementitious pipe fittings - “In a manner sufficient to determine”

3) For all Miscellaneous Material:
Collect samples "In a manner sufficient to determine whether material is ACM (asbestos-
containing material) or not ACM..."

The suspect ACMs were sampled using a knife, chisel, scraper, drill or other similar coring device
suitable to the type of material sampled to cut through its entire thickness and to ensure that a cross-
section of the material was obtained. The material was then placed in an appropriately labeled container
that was sealed and submitted to SGS-Forensic Laboratories for analysis. A unique sample number
(e.g. PJ65200-01A) was assigned to each sample.

Bulk samples will be retained by the laboratory for one month unless otherwise instructed. After this
period, the samples will be disposed of appropriately.

Bulk Sample Analysis

A total of ninety-six (96) bulk samples were collected from a total of forty-seven (47) suspect materials.
Bulk samples were analyzed by SGS-Forensic Laboratories (SGS-FL) in Hayward, California. SGS-FL is
accredited by the California Department of Public Health (CDPH) Environmental Laboratory Accreditation
Program (ELAP) and the National Institute of Science and Technology's (NIST) National Voluntary
LLaboratory Accreditation Program (NVLAP). SGS-FL participates in the National Institute for
Occupational Safety and Health (NIOSH) Proficiency Analytical Testing Program and has substantial
experience in the analysis of asbestos.

All samples were analyzed using Polarized Light Microscopy with Dispersion Staining (PLM/DS)
techniques in accordance with the methodology approved by the U.S. Environmental Protection Agency
(EPA). The percentage of asbestos present in the samples was determined on the basis of a visual area
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estimation. The EPA defines asbestos-containing materials (ACM) as any material containing more than
one percent (1%) asbestos as determined using the method specified in Appendix A, Subpart F, 40 CFR
Part 763, Section 1, Polarized Light Microscopy (PLM). 40 CFR Part 763 identifies the lower limit of
reliable quantification for asbestos using the PLM method as approximately one percent (1%) by volume.
Regulations in California (CAL/OSHA Title 8 CCR 1529) define asbestos-containing construction
materials (ACCM) as those materials having asbestos content of greater than one tenth of one percent
(> 0.1%); therefore, for the purpose of this survey, any amount of asbestos detected will be considered
positive. In addition to the percentages, the types of asbestos minerals are also reported. The PLM
method is the standard method used to analyze asbestos bulk samples.

When "None Detected" (ND) appears in the laboratory results, it should be interpreted as meaning
asbestos was not observed in the sample material.

Regulations
Background

Asbestos is the name of a class of magnesium-silicate minerals that occur in fibrous form. Minerals that
are included in this group are chrysotile, crocidolite, amosite, anthophyllite asbestos, tremolite asbestos,
and actinolite asbestos. Although the chrysotile minerals are the most common type of asbestos found
in the construction industry, all types of ashestos are regulated in the same manner. Asbestos has been
used in more than 3,000 different building materials. Asbestos was added to building materials to:
increase fire-resistance, insulate against heat, cold and sound, resist corrosion, and increase tensile
strength. Common building materials that may contain asbestos include but are not limited to the
following: floor tile, resilient sheet flooring, ceiling tile, mastics, roofing materials, fireproofing, acoustical
treatments, wallboard, pipe and boiler insulations. Adverse health effects have been associated with the
inhalation of airborne asbestos. However, asbestos fibers that are tightly bound in the building material,
may not represent an exposure hazard, unless disturbed in such a way that releases airborne fibers (i.e.,
cutting, drilling, sanding, and other abrasive methods).

Building Surveys
The following is a summary of some current Federal and California State regulations which contain
requirements related to the performance of building surveys for asbestos. These summaries are not

intended to be all inclusive and do not contain every aspect of the regulations discussed.

U.S. EPA National Emission Standard for Hazardous Air Pollutants (NESHAPs), 40 CFR Part 61

Under the NESHAPs regulation, no visible emissions are allowed during building demolition or
renovation activities which involve regulated asbestos-containing materials. For this reason, all buildings
must be surveyed for asbestos-containing materials prior to demolition or renovation. The EPA, CARB,
and/or the local Air Quality Management District which implements EPA actions, must be notified prior to
any building demolition even if no asbestos-containing materials are present.

Regulated asbestos-containing material (RACM) is defined as a) any friable material with an asbestos
content of greater than one percent, or b) any non-friable material with asbestos content of greater than
one percent that will, or could, become friable.

Asbestos Hazard Emergency Response Act (AHERA), 40 CFR Part 763, Subpart E

AHERA requires performance of asbestos surveys and the development of Asbestos Management Plans
for all primary and secondary schools in the United States. Although this regulation applies to primary
and secondary schools only, the procedures mandated under AHERA are considered the industry
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standard and are applied to all surveys performed by FACS unless otherwise specified by the building
owner.

Worker Protection

California Assembly Bill AB3713, Health and Safety Code Division 20, Chapter 10.4, Section 25915-
25924

The state of California has enacted legislation that requires building owners, employers, lessees, etc. to
notify tenants, employees and contractors of the presence of asbestos in both friable and non-friable
forms. In addition, preventive maintenance activities must be developed and communicated to these
parties. Notification is required 15 days after the identification of ACM in the building, and annually
thereafter.

Occupational Safety and Health Administration (OSHA) 29 CFR 1926.1101 and 8 CCR 1529

The Federal and State Occupational Safety and Health Administrations (OSHA) require employers to
implement specific work practices which protect workers from airborne asbestos exposure.

Building materials which contain even low levels of asbestos (<1%) can potentially generate significant
concentrations of airborne asbestos fibers when disturbed. Therefore, control measures should be
instituted which adequately address worker health and safety during planned renovation or demalition
activities involving these materials. Cal/lOSHA defines asbestos-containing construction materials as
those materials having greater than one tenth of one percent asbestos (>0.1%). As stated previously,
there is currently no viable method to accurately quantify asbestos at this level.

Hazardous Waste

Building materials reported to contain less than one percent (<1%) of ashestos are not considered
hazardous by the U.S. EPA, and hence, may not require removal and disposal prior to demolition or
renovation. Regulations may vary, however, between regional air quality management districts and/or
other state agencies responsible for implementing EPA's rules. Therefore, local agencies should be
contacted for specific ACM definitions and handling requirements. Cal/OSHA may also require special
packaging and labeling on containers with ashestos-containing construction materials.

Composite sampling, which may potentially reduce the total asbestos content of the material, is only

permitted when sampling joint compound, tape, and gypsum wallboard according to EPA's Asbestos
NESHAP Clarification Regarding Analysis of Multi-Layered Systems (40 CFR Part 61 FRL-4821-7).

Findings and Recommendations

Forensic Analytical Consulting Services, Inc. (FACS) was retained by TAM + CZ Architects, Inc. to
perform an asbestos inspection of a City of Fresno-owned warehouse prior to a potential renovation.

The following suspect materials were sampled and identified to contain asbestos by laboratory analysis
during this survey:

e 12" VFT - Marble e Drywall — Smooth Texture

e 12" VFT - Pink e Flooring Material - Black Vinyl
¢ 3'x3' Floor Tile — Black o Transite Panels

e 9" VFT — Tan Oatmeal e Vibration Dampener

o Aircell e 9” VFT - Black

o Drywall — Skip Trowel Texture
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While lab results do not reflect all drywall materials as containing asbestos, it is recommended that all
drywall containing a paint or texture finish be handled as asbestos-containing. This is due to the random
nature of the drywall systems in the building and determining exactly where one system that contains
asbestos may stop or start. Handling all drywall as asbestos-containing would remove the potential for an
improper disturbance of the material during renovation activities.

Please see Appendix A for a complete listing of materials sampled at the work areas and results during
this survey. Any suspect materials not included must be assumed to be asbestos-containing materials
until tested and proven not to contain asbestos.

The US EPA National Emissions Standard for Hazardous Air Pollutants (NESHAP) regulation, as
enforced by the San Joaquin Valley Air Pollution Control District (SJVAPCD), requires the abatement of
materials that contain more than 1% asbestos if they are friable or are likely to become friable by forces
disturbing them. Materials noted as being friable, or would be considered friable when removed, include
Aircell insulation, vibration dampened, and drywall materials. While not friable, the removal of ashestos-
containing vinyl floor materials should be performed prior to renovation activities to prevent the improper
disturbance of materials.

If more than 160 square or 260 linear feet of regulated asbestos-containing material (RACM) will be
abated, or if non-friable materials will be removed using mechanical means exceeding these thresholds,
a 10-working day notification will need to be filed with the SIVAPCD, along with the payment of
necessary fees that are based on quantities of materials to be removed. If materials identified as non-
friable are not to be removed using mechanical means, a 10-working day notification is not required, but
a courtesy notification should be filed at least 24 hours prior to abatement commencing with the
SJVAPCD.

For friable materials and non-friable materials that are removed using mechanical means or made friable
by removal methods, the materials shall be disposed of as hazardous (regulated) asbestos-containing
waste materials. Non-friable materials that remain non-friable during removal can be disposed of as a
non-hazardous asbestos-containing waste material.

The contractor performing removal shall follow all Cal/lOSHA abatement work practices and engineering
controls for the class of work being performed. The contractor will need to submit a notification for the
abatement at least 24 hours prior to the start of abatement to the local Cal/OSHA office. If the contractor
will be removing more than 100 square feet of material, they must be registered with Cal/OSHA as an
asbestos abatement contractor. Workers will also need to have AHERA Worker training with one worker
trained to the AHERA Contractor-Supervisor level.

To comply with California State License Board requirements, the contractor performing the abatement
will need to hold the C-22 asbestos abatement license or the C-class specialty license for each trade
work to be performed with asbestos certification for that specialty class. Since more than two trades of
work is involved in abatement, the abatement contractor may also hold the B-class general license with
asbestos certification.

FACS recommends that the results of this report be incorporated into any renovation plans provided for
this project for informational purposes.

Limitations

This investigation is limited to the conditions and practices observed, and information made available to
FACS. The methods, conclusions and recommendations provided are based on FACS’ judgment,
expertise and the standard of practice for professional service. They are subject to the limitations and
variability inherent in the methodology employed. As with all environmental investigations, this
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investigation is limited to the defined scope and does not purport to set forth all hazards, nor indicate that
other hazards do not exist.

Please do not hesitate to contact our office at 209-551-2000 with any questions or concerns. Thank you
for the opportunity to assist TAM+CZ Architects with promoting worker safety and a healthy environment.

Respectfully, Reviewed by:
FORENSIC ANALYTICAL FORENSIC ANALYTICAL
%ét/fea_wr-—- % %’\x

Y ‘
Tyler Faison Chris Chipponeri
Assistant Local Director, Modesto lLocal Director, Central Valley Offices
Cal/OSHA CSST #16-5728 Cal/OSHA CAC #10-4633

CDPH I/A LRC-00002454 CDPH I/A LRC-00000782
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Appendix A

Appendix A

Asbestos Survey Summary, Sample Chain-of-Custody, and Laboratory Resuits

Report

Asbestos Survey Summary (Lab Report # B327113)
TAM + CZ Architects, Inc. — City of Fresno Warehouse
Survey Date: December 22, 2021

Location(s) | Material

Material Description of Matarial | Normbar

Asbestos Content (percent)

Asbestos
NESHAP
Category

Approximate
Quantity

Layer: Brown Mastic None Detect (ND)
01A 12" ACT — Pinhole w/ Mastic Room 1 01 Layer: Tan Fibrous Material ND N/A N/A
Layer: Paint ND
Layer: Brown Mastic ND
01B 12" ACT - Pinhole w/ Mastic Room 1 01 Layer: Tan Fibrous Material ND N/A N/A
Layer: Paint ND
12" ACT — Uniform Hole Layer: Tan Fibrous Material ND
L (Nailed-On Material) Room9 | 02 |/ Ver Paint ND A N
12" ACT — Uniform Hole Layer: Tan Fibrous Material ND
e (Nailed-On Material) Room9 | 02 | -ler: Paint ND RUA RIEA
i Layer: Brown Tile ND
03A 12" VFT — Brown Room 16 03 Layer: Tan Mastic ND N/A N/A
» Layer: Brown Tile ND
03B 12" VFT — Brown Room 16 03 Layer: Tan Mastic ND N/A N/A
" : Layer: Green Tile ND
04A 12" VFT — Green w/ Black Mastic Room 2 04 Layer: Black Mastic ND N/A N/A
” Layer: Tan Tile Chrysotile 2% Category |
05A 127 VFT - Marble Room 14 93 Layer: Yellow Mastic ND Non-Friable 16 Sq. Ft.
it Layer: Tan Tile Chrysotile 2% Category |
S8 L e Reom 14 6 Layer: Yellow Mastic ND Non-Friable| 16 Sd-Ft.
www.forensicanalytical.com Forensic Analytical Consulting Services
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o5 ; i Layer: Brown Tile Chrysotile 5% Category |
06A 12” VFT — Pink w/ Black Mastic Room 2 06 Layer: Black Mastic ND Non-Friable 81 Sq. Ft.
— : Layer: Tan Tile Chrysotile 5% Category |
07A 3'x3’ Floor Tile — Black Room 9 07 Layer: Black Mastic ND Non-Friable 135 Sq. Ft.
3 : Layer: Black Non-Fibrous Material ND
08A 4" Baseboard — Black w/ Mastic Room 1 08 Layer: Beige Mastic ND N/A N/A
" . Layer: Black Non-Fibrous Material ND
09A 6" Baseboard — Black w/ Mastic Room 2 09 Layer: Beige Mastic ND N/A N/A
" _ Layer: Beige Tile ND
10A 9" VFT — Gray Pebble Room1 10 Layer: Yellow Mastic ND N/A N/A
i Layer: Tan Tile Chrysotile 2% Category |
11A 9” VFT — Tan Oatmeal Room 7 11 Layer: Black Mastic ND Nori-Frisbile 117 Sq. Ft.
" Layer: Tan Tile Chrysotile 2% Category |
11B 9” VFT — Tan Oatmeal Room 7 11 Layer: Black Mastic ND NornFriabls 117 Sq. Ft.
80 Ln. Ft.
(Additional
. . ’ 1 ; o Friable/ | Amount may
12A Aircell Room 8 12  |Layer: Grey Fibrous Material Q.__J\m.o:_m 70% RACM Exist in
Inaccessible
Areas)
80 Ln. Ft.
(Additional
; : ; : Friable/ | Amount may
. 0,
12B Aircell Room 8 12  |Layer: Grey Fibrous Material Chrysotile 70% RACM Exist in
Inaccessible
Areas)
80 Ln. Ft.
(Additional
; . : ; : 3 Friable/ | Amount may
12C Aircell Room 8 12 Layer: Grey Fibrous Material Chrysotile 70% RACM Exist in
Inaccessible
Areas)

wwwy.forensicanalytical.com

Forensic Analytical Consulting Services
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. Layer: Black Felt ND

13A Black Mastic Room 8 13 Layer: Black Mastic ND N/A N/A

14A Blown-In Insulation Room 8 14 |Layer: Grey Fibrous Material ND N/A N/A

14B Blown-In Insulation Room 8 14 Layer: Grey Fibrous Material ND N/A N/A

14C Blown-In [nsulation Room 8 14 Layer: Grey Fibrous Material ND N/A N/A

15A Brick Mortar Room 4 15  |Layer: White Mortar ND N/A N/A

15B Brick Mortar Room 11 15 Layer: White Mortar ND N/A N/A

. Layer: Red Cementitious Material ND
15C Brick Mortar Room 13 15 Layer: White Mortar ND N/A N/A
i Layer: Red Cementitious Material ND

15D Brick Mortar Room 13 15 Layer: White Mortar ND N/A N/A

15E Brick Mortar Room 15 15 Layer: White Mortar ND N/A N/A
Layer: Brown Carpet ND

16A Carpet — Brown Room 1 16 Layer: Beige Mastic ND N/A N/A
Layer: Multicolored Foam ND
Layer: Grey Carpet ND

17A Carpet — Gray Room 2 17 Layer: Beige Mastic ND N/A N/A
Layer: Multicolored Foam ND

18A Carpet - Multicolored Room 9B 18 Layer: Multicolored Carpet ND N/A N/A
Layer: Tan Carpet ND

19A Carpet — Tan Room 1 19 Layer: Beige Mastic ND N/A N/A
Layer: Multicolored Foam ND

wwwy.farensicanalytical.com

Forensic Analytical Consulting Services
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Outside —
20A Concrete Loading 20 Layer: Grey Cementitious Material ND N/A N/A
Dock NW
QOutside —
20C Concrete Loading 20 Layer: Grey Cementitious Material ND N/A N/A
Dock NE
20D Concrete Roorn 4 20 Layer: Grey Cementitious Material ND N/A N/A
20E Concrete Room 14 20  |Layer: Grey Cementitious Material ND N/A N/A
20F Concrete Room 15 20 Layer: Grey Cementitious Material ND N/A N/A
21A Construction Paper Room 18 21 Layer: Tan Fibrous Material ND N/A N/A
Layer: White Drywall ND
3 Layer: Off-White Joint Compound Chrysotile 2% -
gpp  |Drywall- WM_ﬁm._.m._.dﬂw._.M SR G 22  |Layer: White Tape ND ﬂ;.”%ﬁ.. 1,280 Sq. Ft.
P Layer: Off-White Texture Chrysotile 2%
Layer: Paint ND
Layer: White Drywall ND
e Layer: Off-White Joint Compound Chrysotile 2% .
228 | Prywall - Skip Trowel Texture w!| * goom2 | 22 |Layer: White Tape ND Friabiel | 1,280 sq. Ft.
P Layer: Off-White Texture Chrysotile 2%
Layer: Paint ND
Layer: White Drywall ND
T Layer: Off-White Joint Compound Chrysotile 2% .
22c | Prywall - Skip Trowel Texture W) goom3 | 22 |Layer: White Tape ND Friablel | 1,280 Sq. Ft.
P Layer: Off-White Texture Chrysotile 2%
Layer: Paint ND
Layer: White Drywall ND
23A Drywall — Smooth Texture Room 4 23 Layer: Paint ND N/A N/A
_ Layer: White Drywall ND
23B Drywall — Smooth Texture Room 4 23 Layer: Paint ND N/A N/A

www.forensicanalytical.com

Forensic Analytical Consulting Services
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Layer: White Drywall ND
23C Drywall — Smooth Texture Room 5 23 Layer: Paint ND N/A N/A
Layer: White Drywall ND
23D Drywall — Smooth Texture Room 15 23 Layer: Paint ND N/A N/A
Layer: White Drywall ND
23E Drywall — Smooth Texture Room 15 23 Layer: Paint ND N/A N/A
Drywall — Smooth Texture w/ Layer: White Drywall ND Friable/
258 Tape & Joint Roomd4 | 24 |, .ver: Paint ND racm | 2600Sq.Ft.
Drywall — Smooth Texture w/ Layer: White Drywall ND Friable/
28 Tape & Joint RoomS5 | 24 |, .ver: Paint ND RACM |%6003a.Ft
Layer: White Drywall ND
Layer: White Joint Compound Chrysotile 2%
Drywall — Smooth Texture w/ Layer: Tan Tape ND Friable/
=ik Tape & Joint Resm 3 & Layer: White Texture Chrysotile 2% RACM 4,600:5g.
Layer: Paint ND
Layer: White Drywall ND
Layer: White Joint Compound Chrysotile 2% .
24D D] Mmmﬂﬂuw_w%mxaa W/ | Room15 | 24 |Layer: Tan Tape ND ﬂ_\m_m"_m\ 2,600 Sq. Ft.
L Layer: White Texture Chrysotile 2%
Layer: Paint ND
25A Drywall - Unfinished Room 14 25 Layer: White Drywall ND N/A N/A
25B Drywall - Unfinished Room 14 25 Layer: White Drywall ND N/A N/A
26A Duct Tape — White Room 8 26 Layer: White Tape ND N/A N/A
26B Duct Tape — White Room 8 26 Layer: White Tape ND N/A N/A
27A Duct Tape — Yellow Room 8 27 Layer: Yellow Tape ND N/A N/A

www.forensicanalyfical.com

Forensic Analytical Consulling Services
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28A Joint Compound — White Room 16 | 28 __HM«M Lrwrriat e N/A N/A
28B Joint Compound — White Room16 | 28 M«M e s Senead HR N/A N/A
29A Flooring Material — Black Vinyl Room 4 29 Layer: Black Non-Fibrous Material Chrysotile 2% ZOOmhw%_.Mﬂ__m 5,170 Sq. Ft.
29B Flooring Material — Black Vinyl Room 4 29 Layer: Black Non-Fibrous Material Chrysotile 2% %%_Mw%%m__.w__m 5,170 Sq. Ft.
30A Insulation — Brown Room 1 30 |Layer: Brown Fibrous Material ND N/A N/A
30B Insulation — Brown Room 1 30 |Layer: Brown Fibrous Material ND N/A N/A
30C insulation — Brown Room 17 30 Layer: Brown Fibrous Material ND N/A N/A
31A Insulation Moisture Paper Room 17 3 Layer: Black Felt ND N/A N/A
31B Insulation Moisture Paper Room 17 31 Layer: Black Felt ND N/A N/A
32A Moisture Barrier — Felt Room 17 32 Layer: Black Felt ND N/A N/A
32B Moisture Barrier — Felt Room 17 32 Layer: Black Felt ND N/A N/A
33A Plaster Room4 | 33 mm«mﬁ ofe VNt Plaster ND N/A N/A
338 Plaster Room 10 | 33 W«M TSRS bR N/A N/A
33C Plaster Room10 | 33 M«M ] s Al N/A N/A

www.forensicanalytical.com

Forensic Analytical Consulting Services



TAM + CZ Architects, Inc. — City of Fresno Wareshouse Site Assessment
Asbestos Survey Report

01-14-22

Appendix A

Layer: Off-White Plaster ND
33D Plaster Room 12 33 Layer: Paint ND N/A N/A
Layer: Off-White Plaster ND
33E Plaster Room 16 33 Layer: Paint ND N/A N/A
. Layer: Off-White Plaster ND
34A Plaster on Brick Room 12 34 Layer: Paint ND N/A N/A
. Layer: Off-White Plaster ND
34B Plaster on Brick Room 13 34 Layer- Paint ND N/A N/A
: Layer: Off-White Plaster ND
34C Plaster on Brick Room 13 34 Layer: Paint ND N/A N/A
Pressed Wood — Tile Look w/ Layer: Brown Fibrous Material ND
i Mastic Room & 35 Layer: Paint ND A N
- Layer: Brown Fibrous Material ND
36A Pressed Wood Ceiling Room 10 36 Layer- Paint ND N/A N/A
36B Pressed Wood Ceiling foom 70 | B8 YRR oorots Helealin N/A N/A
ayer: Paint ND
Layer: Yellow Mastic ND
a7p | Pressed Wood wiYellow &Black | poog | 37 |Layer: Brown Fibrous Material ND N/A N/A
Mastic ) )
Layer: Black Mastic ND
Layer: Yellow Mastic ND
37B PIBESeY Eoo@wem.ﬁﬁm__oé SEtaEk Room 6 37 Layer: Brown Fibrous Material ND N/A N/A
: Layer: Black Mastic ND
Layer: Grey Semi-Fibrous Material Chrysotile
38A Transite Panel ANMM%,_M m 4 38 10% _MVM”MMMM___\U__M 60 Sq. Ft.
Layer: Paint ND
Layer: Grey Semi-Fibrous Material Chrysotile
38B Transite Panel ( Mmm_v,_,_m 8| 3 |10% _mw“m_mnwo__w 60 Sq. Ft.
Layer: Paint ND
39A Vibration Dampener RooiS 39 Layer: Grey Fibrous Material Chrysotile 50% Friabla.} 2 Each
(Attic) : RACM

www.forensicanalytical.com

Forensic Analytical Consulting Services



TAM + CZ Architects, Inc. — City of Fresno Warehouse Site Assessment
Asbestos Survey Report

01-14-22

: . Room 8 . : : 2 . Friable /

39B Vibration Dampener (Attic) 39 Layer: Grey Fibrous Material Chrysotile 50% RACM 2 Each
Layer: Grey Non-Fibrous Material ND

40A Vinyl Countertop Room 6 40  |Layer: Black Fibrous Backing ND N/A N/A
Layer: Brown Mastic ND
Layer: Dark Brown Sheet Flooring ND

41A Vinyl Sheet Flooring — Black Room 12 41 Layer: Black Fibrous Backing ND N/A N/A
Layer: Brown Mastic ND
Layer: Dark Brown Sheet Flooring ND

41B Vinyl Sheet Flooring - Black Room 12 41 Layer: Black Fibrous Backing ND N/A N/A
Layer: Brown Mastic ND

42A Vinyl Stair Tread Room 9B 42  |Layer: Black Non-Fibrous Material ND N/A N/A
Layer: Tan Woven Material ND

43A Wire Insulation Room 17 43 Layer: Black Non-Fibrous Material ND N/A N/A
Layer: Tan Woven Material ND
Layer: Yellow Fibrous Material ND

44A Fiberglass Insulation Paper Room 8 44 |Layer: Brown Fibrous Material ND N/A N/A
Layer: Black Tar ND
Layer: Yellow Fibrous Material ND

44B Fiberglass Insulation Paper Room 8 44 Layer: Brown Fibrous Material ND N/A N/A
Layer: Black Tar ND
Layer: Yellow Fibrous Material ND

44C Fiberglass Insulation Paper Room 8 44 Layer: Brown Fibrous Material ND N/A N/A
Layer: Black Tar ND

- _ Layer: Tan Tile 5% Chrysotile Category | _
45A 9” VFT — Black Room 12 45 Layer: Black Mastic ND Nor:Friakile 500 Sq. Ft.
" _ Layer: Tan Tile 5% Chrysotile Category |

45B 9” VFT - Black Room 12 45 Layer: Black Mastic ND Non-Friable 500 Sgq. Ft.
Layer: Brown Sheet Flooring ND

46A Vinyl Sheet Flooring — Wood Room 12 46 Layer: Black Fibrous Backing ND N/A N/A
Layer: Brown Mastic ND
Layer: Brown Sheet Flooring ND

46B Vinyl Sheet Flooring — Wood Room 12 46 Layer: Black Fibrous Backing ND N/A N/A
Layer: Brown Mastic ND

www.forensicanalytical.com

Forensic Analytical Consulting Services
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TAM + CZ Architects, Inc. — City of Fresno Warehouse Site Assessment 01-14-22
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Appendix A

47A

Mirror Mastic

Room 14

47

Layer: Yellow Foam ND
Layer: Yellow Mastic ND

N/A

N/A

www.forensicanalytical.com

Forensic Analytical Consuiting Services



FORENSIC

jﬁs, LABORATORIES

Analysis Request Form (COC)

Client Name & Address:

FACS Modesto
207 McHenry Ave
Modesto, CA 95354

Client No,: MODO08

PO / Jobi:

PJ65200 Date: 4212212021

Turn Around Time: ]éume Day ;/11D0,Y _E/IZqu /‘ 3Day ;/F[)_uy ‘/ISM

[ PCM: [T NIOSH 7400A / [ NIOSH 74008 [T Rotometer

[® PLM: B Standard / [T Point Count PEO-

1000 |/ [T CARB 435

Contact:

Chris Chipponeri

Phone:

(209) 238-7175

E-mail:

CChipponeri@ForensicAnalyital.com

[ TEM Air: T AHERA / [ Yamate2 / [0 NIOSH 7402

[ TEM Bulk: FT Quantitative / ET Qualitative / T Chatfield
[T TEM Water: FT Potable / 1 Non-Potable / IFT Weight %
[FT TEM Dust: FT D5755 (microvac) /T D6480 (wipe)

Site Name:

City of Fresno Warehouse

[ IAQ Particle Identification {PLM LAB)
[[3 Particle Identification (TEM LAB)

[3 PLM Opagques/Scot
I Special Project

Site Location: 735 H Street [E1 Metals Analysis  Matrix: Method:
Analytes:
Comments: Please provide a copy of results to Drew.Davis@forensicanalytical.com | Page 1 of 10 [ Silica in Air B w/Gravimetry
T Quartz Only
FOR AIR SAMPLES ONLY Sample
Sample ID Ralwis! Sample Location / Descripfion Area /
P Time P P Tvoe Time Avg Total et
YPe | on/off | 1P | Time ir Volume

PJ65200-01A 1212221 | 457 ACT - Pinhole w/ Mastic I

Room 1 ©
ELGnER0-01R 1222121 | 42+ ACT - Pinhole w/ Mastic p‘-f;

Room 1 K
PJ65200-02A Y8290 | s hst e lickhoren i r‘%}.

Room 9 ﬁ"
PJ65200-028 12122091 | 455 465 - Oriform Kol Wﬁ.

Room 9 E‘
PJ65200-03A 12022121 | 100 VET - Brown FIIF'

Room 16 E-J
PJB5200-038 TR — Wﬁ_

Room 16 ‘ E‘_
PJ65200-04A 12122121 | 420 VET - Green w/ Black Mastic W]F’

Raonm 2 E
PJ65200-05A NHZHE | i+ o P"[P_

Room 14 I
PJ65200-05B 12122121 | 120 VET - Marble I"P'

Room 14 ©

A

PRt 12122021 | 420 VFT Pink wi Black Mastic r{g ....... o

Room 2 &
Sampled By: Cchipponeri Date/Time: 12/22/21 | Shipped Via: PiFed Ex FTUPS FUS Mail F Courier [7:Drop Off F Other:

Relinquished By: i}‘i % Relinquished By: Relinquished By:
Date / Time; __1.¢ (2 ;[ Date / Time: Date / Time:
[RECET GEDI
Received By: Received By: Received By:
- L
Date Time:DEC 2 7 202‘ \ 4 3q Date / Time: Date / Time:
Condifion Acceptable? [T Yes m Al Condition Acceptable? [T]Yes 1 No Condition Acceptable? [TiYes I No
- ) (T— SGS Ferensie-kabdratories may subcontract client samples to other SGSEL locations to meet client requests,

San Francisco Office: 3777 Depot Road, Suite 409, Hayward, CA 945452761  Phone: 510/887-8828 » 800/827-3274
Los Angeles Office: 20535 South Belshaw Ave., Carson, CA 90746  Phone: 310/763-2374 « 888/813-9417

las Vegas Office: 6765 S. Eastern Avenue,

Suite 3, Las Vegas, NV 89119 « Phone: 702/784-0040




FORENSIC
9 LABOBATORIES

Analysis Request Form (COC)

Client Name & Address: Client No.: MODO8

FACS Modesto
207 McHenry Ave
Modesto, CA 95354

Date:

PO/ Job%: b 65200 1212212021

Turn Around Time: l$cme Day ;/l,],Dc,’Y i/IQDC_'_V 14 3_l.)u_)_f“ /I_AI_JOY /ISM

[T PCM: [ NIOSH 74004 / [E3 NIOSH 74008 [ Rotometer

[84 PLM: BF Standard / [T Point Count l:iO—Cl;-IIOOG t/ T CARB 435

Contact: . Phone:

Chris Chipponeri (209) 238-7175

E-mail:

CChipponeri@ForensicAnalyital.com

[J TEM Air: [J AHERA / [ Yamate2 / [ NIOSH 7402

[T TEM Bulk: ET Quantitative / I3 Qudlitative / {TIChatfield
IF1 TEM Water: T Potable / T Non-Potable / 1 Weight %
[F1 TEM Dust; P D5755 (microvac) / FT D6480 (wipe)

Site Name: _, [T IAQ Particle Identification (PLM LAB) [3 PLM Opaques/Soot
City of Fresno Warehouse [A Particle Identification (TEM LAB) [A Special Project
Site Location: 735 H Street [ Metals Anclysis  Matrix: Method:
Analytes:

Comments: Please provide a copy of results to Drew.Davis@forensicanalytical.com | Page 2 of 10

[T Silica in Air [T w/Gravimetry

T Quartz Only
FOR AIR SAMPLES ONLY Sample
Sample ID Date / S | ! \ptt
ple | Time ample Llocation / Description Time Avg Total Area /
TYPe | on/oft | 1PM | Time [ AlrVolume
PJ65200-07A 1222121 | 953 Floor Tile - Black plr'ELP"
Room 9 F"
|
PJ65200-08A 12122/21 | 4+ gaseboard - Black w/ Mastic Frﬁ: EEm—
Room 1 E:_
PJ65200-09A 12/22121 | gv Bageboard - Black w/ Mastic Il
Room 2 E‘
PJ65200-10A 12/22/21 | gv yFT - Gray Pebble Wﬁ:“
/ Room 1 E
PJB5200-11A 12/22/21 | g vET - Tan Oatmeal I'Fm
Room 7 E-
PJ65200-11B 12/22121 | guyET - Tan Qatmeal mrr
Room 7 ki
PJ65200-12A 12122121 | pjrcel mﬁ‘;‘
Room 8 Kl
PJ65200-12B 1212221 | agrcell IT[F*
Room 8 Ic]
[Al
PJ65200-12C 12/22/21 | pjrcell I
Room 8 FC_
N
PJ65200-13A 1212221 | gjack Mastic [_!?
Room 8 E

Sampled By: CChipponeri Do?e/Time= 12/22/21

Shipped Via: PV Fed Ex [ UPS

"US Mail I Courier 1 Drop OFf F1 Other:

Relinquished By: %

Relinguished By:

Relinquished By:

Date / Time: Date / Time: Date / Time:
Ietestel__
Rec tRﬁV AV ‘A)c/ww‘ Received By: Received By:
Datd / TimﬂEc 2 7 202] % Date / Time: Date / Time:
Condlition Acceptable? [T]Yes HNo | Condition Acceptable? [T Yes T No Condition Acceptable? [TiYes 0 No
L 8GS Forensic LaBoratoris may subcontract client samples to other SGSEL locations to meet client requests.
gl’.ﬁ.m.Emncisrono {10 Depot Road, Suite 409, Hayward, CA 945452761 o Phone: 510/887-8828 » 800/827-3274

Los Angeles Of‘Flce 20535 South Belshaw Ave., Carson, CA 90746 ¢ Phone: 310/763-2374 « 888/813-9417
Las Vegas Office: 6765 S. Eastern Avenue, Suite 3, Las Vegas, NV 892119 e Phone: 702/784-0040




FORENSIC Analysis Request Form (COC
_Sﬁs_ LABORATORIES 4 9 ( '
Client Name & Address: Client No.: pODO8 PO / lobi#: PJ65200 Date: 12/22/2021
FACS Modesto : ; : :
207 McHenry Ave Turn Around Time: [Same Day /[1Day /[2Day/|3Day /[4Day /|5D&y
Modesto, CA 95354 J& PCM: [T NIOSH 7400A / B3 NIOSH 74008 [3 Rotometer
[® PLM: & Stondard / [T Point Count 4003-'1000 '/ [T CARB 435
Contact: . . . Phone: [0 TEM Air: 3 AHERA / [J Yomate2 / [0 NIOSH 7402
Chris Chipponeri (209) 238-7175 9 TEM Bulk: EF Quantitative / BT Qualitative / T Chatfield
E-mail: ; . ; ; [T TEM Water: F Potable / F Non-Potable / I Weight %
CChipponeri@ForensicAnalyital.com IFT TEM Dust: F D5755 (microvac) / FT D6480 (wipe)
Site Name: . [T IAQ Particle Identification (PLM LAB) 3 PLM Opaques/Soot
City of Fresno Warehouse |8 Particle |dentification (TEM LAB| [T Special Project
P! |
Site Location: 735 H Street [(F Metals Analysis Mairix: Method:
Analytes:
Comments: Please provide a copy of results to Drew.Davis@forensicanalytical.com | Page 3 of 10 {3 Silica in Air [T w/Gravimetry
; T Quartz Only
FOR AIR SAMPLES ONLY Sample
Sample ID Date / Somple Location / Descripti A
Omp e Time UmP e Locaton ESCTIP on T Time Avg TO‘CII rea /
YP® | on/Of | 1PM | Time | AirVolume
PJ65200-14A 12/22/21 Blown In Insulation mrp_
Room 8 E
PJ65200-14B 12/22/21 Blown In Insulation !TI:P_
Room 8 c
PJ65200-14C 1T O———— rA—IJP__
Room 8 [
PJ65200-15A 1 - Wﬁ.
Room 4 <l
PJ656200-158 (i I S WI‘P"
Room 11 E‘
PJ65200-15C V22T |5t Floriar [TIT
Room 13 IF
PJ65200-15D 12/22/21 Brick Mortar I.Kr—';—-‘
Room 13 E
PJ65200-15E 12/22/21 Brick Mortar W].F..
Room 15 [é‘{
PJ65200-16A 12/22/21 Carpet - Brown ITI-'P—E
Room 1 b
PJ65200-17A 12022121 | it iy f-fl’_
Room 2 -+ ] El
Sampled By: CChipponeri Date/Time: 12/22/21 | Shipped Via: MFed Ex FTUPS P USMail FlCourier f'TDrop Of F Other:
Relinquished By: 061- Relinquished By: Relinquished By:
Date / Time YZ/Z}/K! = ‘ Date / Time: Date / Time:
£ | TR Wy
Received By: 202‘ Received By: Received By:
Date / Tifne: DEC Date / Time: Date / Time:
Conditior} Acceptable? [T Yes mj No Condition Acceplable? [T Yes T No Condition Acceptable? [TYes 3 No

0]
@ aspman

ries may subcantract client samples to other SGSFL locations to meet client requests.

San Francisco Office: 3777 Depot Road, Suite 409, Hayward, CA 945452761 e Phone: 510/887-8828 « 800/827-3274
Los Angeles Office: 20535 South Belshaw Ave., Carson, CA 90746 ¢ Phone: 310/763-2374 « 888/813-9417
Las Vegas Office: 6765 S. Eastern Avenue, Suite 3, Las Vegas, NV 89119 e Phone: 702/784-0040




FORENSIC

jﬁ& LABORATORIES

Analysis Request Form (COC)

Client Name & Address:

FACS Modesto
207 McHenry Ave
Modesto, CA 95354

Client No.: MODOS

PO/ Job#: b jssn00 Date: 4212212021

Tun Around Time: [Some Day /[1Day /[20ay /{30ay /[4Day /|5y |

[T PCM: [TT NIOSH 7400A / [0 NIOSH 74008 [ Rotometer

I® PUM: 8 Standard / 1 Point Count 400 {1000/ [ CARB 435

Contact: Phone:

Chris Chipponeri (209) 238-7175

E-mail:

CChipponeri@ForensicAnalyital.com

[CI TEM Air: [T AHERA / [0 Yamate2 / [0 NIOSH 7402

[T TEM Bulk: T Quantitative / ET Qualitative / [T Chatfield
[P TEM Water: 7 Potable / 1 NonPotable / [ Weight %
[ TEM Dust: FT D5755 (microvac) / T D6480 (wipe)

Site Name: .
ve mame City of Fresno Warehouse

[C1 1AQ Particle |dentification (PLM LAB) [0 PLM Opagques/Soot
[ET Particle Identification (TEM LAB) [ Special Project

Site Location: 735 H Street

[ Metals Analysis Matrix: Method:
Analytes:

Comments: Please provide a copy of results to Drew.Davis@forensicanalytical.com | Page 4 of 10

[T Silica in Air [T w/Gravimetry
T Quartz Only

Date / FOR AIR SAMPLES ONLY Sample
Sample ID Tci'nfe Sample Location / Description Tice Avg Total Area /
Type On/Of | 1M Time Air Volume
[A]
PJ65200-18A 12/22/21 Carpet - Multicolored ]F.
Room 9B ] F
PJ65200-19A 1222121 | carpet - Tan rA—I'P'
Raom 1 £
A
PJ65200-20A 12/22/21 Concrete 7
Outside - Loadina Dock NW @l
PJ65200-20C 12122721 | concrete Frp—
Outside - Loading Dock NE 'S
PJ65200-20D 1212221 | concrete [-A_rp—
Room 4 Kl
PJ65200-20E 12/22/21 Concrete WW
Raoom 14 I
PJ65200-20F 12/22721 | concrete W{ﬁ
Room 15 E"
PJ65200-21A 12122121 | Gonstruction Paper ré-ﬁ’-
Room 18 4 E
[A]
PJ65200-22A 12122121 | prywall - Skip Trowel Texture w/ Tape & Joint IFl
Room 1 El
[A
PJ65200-228 1212221 | prywall - Skip Trowel Texture w/ Tape & Joint ]
Room 2

Sampled By: cChipponeri Date/Time: 12/22/21

Shipped Via: PfedEx F1UPS FTUS hxail F Courier  FiDrop Off Fl Other:

Relinquished By: (/Jél.. W’" Relinquished By: Relinquished By:

Date / Time: ]_Z/ZS/&’ - Date / Time: Date / Time:
r";i..l. ".- Ny s’ |

Recdived'By: bVKM Received By: Received By:

Date TimilEc 2 7 202] " Date / Time: Date / Time:

Condition Acceptable? [T Yes 3 No Condition Acceptable? [T1Yes T No Condition Acceptable? [T Yes O No
RRE O SGS Revensiclebbratories may subcontract client samples to other SGSEL locations to meet client requests.

2 sessssenevs

&n Francisco Office: 3777 Depot Road, Suite 409, Hayward, CA 94545.2761 « Phone: 510/887-8828 » 800/827-3274
Los Angeles Office: 20535 South Belshaw Ave., Carson, CA 90746 ¢ Phone: 310/763-2374 « 888/813-9417
Las Vegas Office: 6765 S. Eastern Avenue, Suite 3, Las Vegas, NV 89119 e Phone: 702/784-0040




FORENSIC
LABORATORIES

Analysis Request Form (COC)

Client Name & Address:

FACS Modesto
207 McHenry Ave
Modesto, CA 95354

Client No.: MODO08

PO /Job#: b 1se000 Date: 122212021

Tum Around Time: [Same Day / [1Day /[2Day /|3Day /|4Day /|5Dy |

[E7 PCM: [0 NIOSH 7400A / I NIOSH 74008 [TT Rotometer

B PLM: 8 Standard / [T Point Count F&&I] 000 |/ FT CARB 435

Contact:

Chris Chipponeri

Phone:

(209) 238-7175

E-mail:

CChipponeri@ForensicAnalyital.com

[T TEM Air; [T AHERA / [0 Yamate2 / [0 NIOSH 7402

&3 TEM Bulk: BT Quantitative / [J Qualitative / T Chatfield
[ TEM Water: Fi Potable / 1 Non-Potable / 1 Weight %
[ TEM Dust: F7 D5755 (microvac) / T D6480 (wipe)

Site Name:

City of Fresno Warehouse

[T JAQ Particle Identification {PLM LAB) [d PLM Opaques/Soot
[T Particle Identification (TEM LAB) [ Special Project

Site Location: 735 H Street

[@ Metals Analysis  Matrix: Method:

Analytes:
Comments: Please provide a copy of results to Drew.Davis@forensicanalytical.com | Page & of 10 B silica in Air ¥ w/Gravimetry
7 Quariz Only
Date / FOR AIR SAMPLES ONLY Sample
Sample ID Time Sample Location / Description s Time Ave Total A-Areu' s
YP® | On/OK | 1PM | Time ir¥alune
. [A°
PJ65200-22C 12122121 | prywall - Skip Trowel Texture w/ Tape & Jolnt I
Room 3 ol
PJB5200-23A gy e | I —— A
Room 4 - E‘
PJ65200-238 12/22/21 Drywall - Smooth Texture r:rp‘
Room 4 f
PJ65200-23C 12722121 | pywall - Smooth Texture FFP—
Room & '
PJ65200-23D 12122721 | pyywall - Smooth Texture o
Room 15 ' E‘
PJ65200-23E 12122121 | el - Smooth Texture WIT
Room 15 E—T
PJ65200-24A 12/22/21 Drywall - Smooth Texture w/ Tape & Joint rA'[p_
Room 4 <l
PJ65200-248 Tt Drywall - Smooth Texture w/ Tape & Joint Frp‘;
Room 5 k]
PJ85200-24C 12122121 Drywall - Smooth Texture w/ Tape & Joint [pl
Room 5 | I
A
PJ85200-24D 12122121 Drywall - Smooth Texture w/ Tape & Joint I_m
Room 15 E‘
Sampled By: GChipponeri Date/Time: 12/22/21 | Shipped Via: M Fed Ex FTUPS FTUSMail FT Courier i Drop OFf I Other:

P Ay
Relinguished By: u‘

Relinquished By:

Relinquished By:

Condition Acgeptable? [T Yes

[ No BY

Condition Acceptable? [T Yes 0 No

Date / Time: l:(»é‘?g{n N ) _] Date / Time: Date / Time:
[ N a4 M § .‘\}}_

Received By: A ) WReceived By: Received By:

Date / Time: DEC 2 7 202] I Date / Time: Date / Time:

Condition Acceptable? [T Yes 7 No

I Y% SGS Foransic Laboratories moy subcontract client samples to other SGSFL locations to meet client requests.

San Francisco Office: 3777 Debot Road, Suite 409, Hayward, CA 94545-2761 o Phone: 510/887-8828 « 800/827-3274
Los Angeles Office: 20535 South Belshaw Ave., Carson, CA 90746 o Phone: 310/763-2374 « 888/813-9417
Los Vegas Office: 6765 S. Eastern Avenue, Suite 3, Las Vegas, NV 89119 e Phone: 702/784-0040




FORENSIC

_S_Gi LABORATORIES

Analysis Request Form (COC)

Client Name & Address:

FACS Modesto
207 McHenry Ave
Modesto, CA 95354

Client No.: MODO8

PO 71b%: o jarann Pote: 1212212021

Turn Around Time: che DGY.”] Day /|2Day /13Day /I4Day /|5M i

[T PCM: [TI NIOSH 7400A / & NIOSH 74008 [T Rotometer

[® PLM: B Standard / &I Point Count W-IIOOO |/ 3 CARB 435

Contact:

Chris Chipponeri

Phone:

(209) 238-7175

E-mail:

CChipponeri@ForensicAnalyital.com

I3 TEM Air: [T AHERA / [ Yamate? / [0 NIOSH 7402
[T TEM Bulk: ET Quantitative / BT Qualitative / T Chatfield
I3 TEM Water: 3 Potable / I Non-Potable / I Weight %
[ TEM Dust: FT D5755 (microvac) / FT D6480 (wipe)

Site Name: ., [ IAQ Particle Identification (PLM LAB) & PLM Opaques/Soot
City of Fresno Warehouse [&T Particle Identification (TEM LAB) [3 Special Project
Site location: 2ac |1 oreat [ Metals Analysis  Matrix: Method:

Analytes:
Comments: Please provide a copy of results to Drew.Davis@forensicanalytical.com | Page 6 of 10 T Silica in Air BT w/Gravimetry
[T Quartz Only
. FOR AIR SAMPLES ONLY Sample
Sample ID Toir:e Sample Location / Description Time Avg Total Area /
Pe | on/off | tPM | Time | Air Volume
PJ65200-25A 12122121 | peywall - Unfinished WI?
Room 14 I
PJ65200-258 12022121 | prvwall - Unfinished Wﬁ;
Room 14 Ic-
PJB5200-26A 1212221 | puct Tape - White r"‘_ﬁ
Room 8 ) é"
PJ65200-268 12/22121 | b1 Tape - White WI?
Room 8 E
PJ65200-27A 12/22121 | puct Tape - Yellow ['A'[%
Room 8 E
PJ65200-28A 12122121 Joint Compound - White ITI..P_E
Room 16 ©
PJ65200-288 12/22121 | joint Compound - White o
Room 16 c
PJ85200-29A 12/22/21 Flooring Material - Black Vinyl EB[:P—
Room 4 =
PJ65200-298 1222121 | g100ring Materlal - Black Vinyl 5l
Room 4 c
PJ65200-30A 12122021 | | sutation - Brown A
Room 1 J_ E“

Sampled By: CChipponeri
Fa M

Date/Time: 12/22/21

Shipped Via: P Fed Ex

Furs A USMail FiCourier FlDrop OFf FI Other:

Relinquished By: a‘“ a”—(

Relinquished By:

Relinquished By:

Date / Time: |7 /z}/t( =1 Date / Time: Date / Time:

Received Byc o 02] Received By: Received By:

Date / Time DEC 2 Date / Time: Date / Time:

Condition Adceptable? [T]Yes [T No Condition Acceptable? [T Yes T No Condition Acceptable? [T]Yes 3 No
VT:..5G5# Sratortes may subcontract client samples to other SGSEL locations to meet client requests.

San Francisco Office: 3777 Depot Road, Suite 409, Hayward, CA 94545-2761 o Phone: 510/887-8828 « 800/827-3274

Los Angeles Office: 20535 South Belshaw Ave., Carson, CA 90746 « Phone: 310/763-2374 « 888/813-9417
Las Vegas Office: 6765 S. Eastern Avenue, Suite 3, Las Vegas, NV 89119 e Phone: 702/784-0040




FORENSIC
e LABOBATORIES

Analysis Request Form (COC])

Client Nome & Address: ClientNo.: pMODOS PO / Jobi: PJ65200 Date: 12/22/2021
FACS Modesto _ ; . ‘ ‘ T :
207 McHenry Ave Turn Around Time: [Same Day / [1Day /[2Day /[3Day /[4Day /|SH&y
Modesto, CA 95354 I3 PCM: [T NIOSH 7400A / [ NIOSH 74008 [ Rotometer

/& PLM: [ Standard / [ Point Count {400 -[1000 |/ [T CARB 435

Contact: . ; . Phane: [T TEM Air: [T AHERA / [T Yamate2 / [IT NIOSH 7402

Chris Chipponeri (208) 238-7175 [T TEM Bulk: [T Quantitative / EJ Qualitative / T Chatfield
E-mail: . . . 5 [Fi TEM Water: [ Potable / 1 Non-Potable / I Weight %
CChipponeri@ForensicAnalyital.com I TEM Dust: [ D5755 (microvac) / i D6480 (wipe)
Site Name: .. [0 IAQ Particle Identification {PLM LAB) [CT PLM Opaques/Soot
City of Fresno Warehouse [T Particle Identification {TEM LAB) [T Special Project
Site Location: 2ae 14 atract T Metals Analysis  Matrix: Methed:
Analytes:
Comments: Please provide a copy of results to Drew.Davis@forensicanalytical.com | Page 7 of 10 .| [ Silica in Air £ w/Gravimelry
¥ Quartz Only
Date / FOR AIR SAMPLES ONLY Sample
Sample ID Tcilr:e Sample Location / Description Time Avg Total A.A:/ecl /
On/Off | IPM | Time ik
PJB5200-308 R e it Bt
Room 1
PJB5200-30C e o
Room 17
PJ65200-31A 12122121 | |nsylation Moisture Paper
Room 17 i h
PJ65200-318 12122121 | |nsylation Moisture Paper 7
Room 17 E
PJ85200-52A 12122121 | \oisture Barrier - Felt [K-[p_
Room 17 il
PlG200:023 1212221 | Moisture Barrier - Felt Wﬁ'
Room 17 K
PJ65200-33A 12122121 | piaster P
Room 4 '
PJ65200-33B 12/22/21 Plaster WW
Room 10 =
[A]
PJ65200-33C 12/22121 Plaster 5l
Room 10 ol
PJ65200-33D : 1 Al
. 12122121 | piaster ry
Room 12 o

Sampled By: CChipponeri Date/Time: 12/22/21 l Shipped Via: FiFed Ex FAIUPS FT US Mail [ Courier F Drop OFf T Other:

Relinquished By:“]_ g/ Relinquished By: Relinquished By:

Date / T’l_me _ 12{_‘{3[{1 — Date / Time: Date / Time:

ErLY E |

Received gy | Received By: Received By:

Date / Time: DEC 2 7 2021 i Date / Time: Date / Time:

Conditiop Acceptable? [T]Yes [ No' Condition Acceptable? [TjYes B No Condition Acceptable? [Tl Yes O No

V- _....5GS Forensic Labaralories may subcontract client samples to other SGSFL locations o meet client requests.

San Francisco Office: 3777 Depot Road, Suite 409, Hayward, CA 945452761 o Phone: 510/887-8828 » 800/827-3274
Los Angeles Office: 20535 South Belshaw Ave., Carson, CA 90746 s Phone: 310/763-2374 ¢ 888/813-9417
Las Vegas Office: 6765 S. Eastern Avenvue, Suite 3, Las Vegas, NV 89119 o Phone: 702/784-0040




[rrem= SE e

FORENSIC

_m_ LABORATORIES

Analysis Request Form (COC)

Client Name & Address:

FACS Modesto
207 McHenry Ave
Modesto, CA 95354

Client No.: pMODO8

PO /Job#: p 65000 Date: 4212212021

Turn Avound Time: [Same Day /[1Doy /[2Doy [{3Day | /j4Poy /|5Héy

[T PCM: [T NIOSH 7400A / [ NIOSH 74008 [T Rotometer

IR0 PLM: [ Standard / T Point Count 400 {1000 / I CARS 435

Conlact:

Chris Chipponeri

Phone:

(209) 238-7175

Email: & Chipponeri@ForensicAnalyital.com

[T TEM Air: T AHERA / [J Yamate2 / [0 NIOSH 7402

[T TEM Bulk: FT Quantitative / EJ Qualitative / T Chalfield
7l TEM Water: FT Potable / IFT Non-Potable / [T Weight %
[T TEM Dust: [T D5755 (microvac) / F1 D6480 [wipe)

Site Name:

City of Fresno Warehouse

[T IAQ Particle Identification (PLM LAB) [EI PLM Opaques/Soot
[T Particle Identification (TEM LAB) [ET Special Project

Site Location: 735 H Street [T Metals Analysis  Matrix: Method:
Analytes:
Comments: Please provide a copy of results to Drew.Davis@forensicanalytical.com | Page 8 of 10 [ Silica in Air [ w/Gravimetry
T Quartz Only
Date / FOR AIR SAMPLES ONLY Sample
Sample 1D Tc':r:e Sample Location / Description i Time Avg Total .AreO; /
YPe | on/off | LPM | Time | AlrVolume

PJ65200-33E 12122121 | praster WIT

Room 16 B &=
PJ65200-34A 12122721 | praster on Brick ITI?

Room 12 E
PJ65200-34B 12/22/21 Plaster on Brick ﬁ-m

Room 13 E
PJ65200-34C P rrT ] ——— er"

Room 13 E
PJ65200-35A 12122121 | pressed Wood - Tile Look wi Mastic WF

Room 8 E‘?
PJ65200-36A 12122121 | prossed Wood Ceiling er_l

Raom 10 =
PJ65200-36B 12722021 | pressed Wood Gsiling P

Room 10 E".
PJ65200-37A 12122121 | prassed Wood w/ Yellow & Black Mastic m‘m

Room 6 - ﬁ

A

PJ65200-37B 12/22/21 | pragsed Wood w/ Yellow & Black Mastic [

Room 6 c
PJB5200-38A 122221 | Transite Panel AI}F

Room 14 E
Sampled By: CChipponeri Date/Time: 12/22/21 I Shipped Via: P Fed Ex FUPs [V US Mail F1 Courier FiDrop Off 1 Other:

Relinquished By: 674 f/%'

Relinquished By:

Relinquished By:

Condition Acceptable? [TiYes T No

Condition Acceptable? [T]Yes 7 No

Date / Tin.me: ]—“23/1‘ . | Date / Time: Date / Time:
|- ] § 4

Received By: - || Received By: Received By:

Date / Time: DEC 2 7 202] 6 Date / Time: Date / Time:

Condition Acceptable? [T Yes 3 No

¥ ¥ - SGS.Farensic Laboratories may subcontract client samples to other SGSEL locations to meet client requests.
San Francisco Office: 3777 Depot Road, Suite 409, Hayward, CA 945452761 « Phone: 510/887-8828 « 800/827-3274
Los Angeles Office: 20535 South Belshaw Ave., Carson, CA 90746 « Phone: 310/763-2374 « 888/813:.9417
Las Vegas Office: 6765 S. Eastern Avenve, Suite 3, Las Vegas, NV 89119 o Phone: 702/784-0040




| FORENSIC
LABORATORIES

Analysis Request Form (COC)

Client Name & Address:

FACS Modesto
207 McHenry Ave
Modesto, CA 95354

Client No.: MODO8

PO /1ob¥: o 1een0 Pate: 1212212021

Tor v Tine: [ oo /[0y /ooy 50y /ey /%

[T PCM: [T NIOSH 7400A / [ NIOSH 74008 [ Rotometer

[® PLM: B Standard / [T Point CoumW;]]UOO |/ T CARB 435

Contact: Phone:

Chris Chipponeri (209) 238-7175

I3 TEM Air: [T AHERA / [ Yamate2 / [0 NIOSH 7402
I3 TEM Bulk: EJ Quantitative / E Qualitative / T Chatfield

E-mail: : i : ; IFi TEM Water: [ Potable / T Non-Potable / [F Weight %
CChipponeri@ForensicAnalyital.com [F TEM Dust: 1 D5755 (microvac) / F D6480 (wipe)
Site Name: __, 3 IAQ Particle Identification (PLM LAB) [T PLM Opagques/Soot
City of Fresno Warehouse I3 Particle Identification (TEM LAB) [T Special Project
Site Location: a2 11 Straet 3 Metals Analysis  Matrix: Method:
Analytes;
Comments: Please provide a copy of results to Drew.Davis@forensicanalytical.com | Page 9 of 10 T Silica in Air BT w/Gravimetry
BT Quartz Only
Bate / FOR AIR SAMPLES ONLY Sample
Sample ID ;;r:e Sample Location / Description " Time Avg Total .Arecl 78
YP® | on/Off | (PM | Time | AirVolume
PJ65200-38B8 12122421 Transite Panel WI.F
Room 14 e
PJB5200-39A 12122121 | \rpration Dampener AL
Room 8 ' f
PJ65200-39B 2222 | \riscation Dampenisr ’7‘;?
Room 8 E"
PJ65200-40A 1222121 |\l Gounter Top WF
Room 6 ol
PJB5200-41A 12122121 Vinyl Sheet Flooring - Black Wﬁr
Room 12 &l
[A]
PJ65200-418 12/22/21 Vinyl Sheet Flooring - Black ' ns';
Room 12 T
PJ65200-42A 12022021 |\t Stalr Troad Fxrp—
Room 9B ' [C_
PJ65200-43A 12122121 Wire Insulation rxr.P_
Room 17 i F',
[A]
EER20-544 12722121 | Eiberglass Insulation Paper I
Room 8 Kl
TAl
PJ65200-448 12/22/21 Fiberglass Insulation Paper o]
Room 8 £

Sampled By: CChipponeri Date/Time: 12/22/21
ra

Shipped Via: PiFed Ex FTUPS FUS Mail ¥ Courier FTDrop OFf Fi Other:

Condition Acceptable? [TiYes FNo

Condifion Acceptable? [T]Yes g No

Relinquished By: Ué\_ W”'— Relinquished By: Relinquished By:
Date / Time: f?/Z]/Z ( . Date / Time: Date / Time:
Received B;.,a . : oA ] Received By: Received By:
Date / Time: DEC 2 T 202 Date / Time: Date / Time:

Condition Acceptable? [TiYes [ No

vy  SGSForensic Luborut&ie may subcontract client samples to other SGSEL locations to meet client requests.
SEh Frantives Offics:3774-Depdt Road, Suite 409, Hayward, CA 945452761 o Phone: 510/887.8828 « 800/827-3274

Los Angeles Office: 20535 South Belshaw Ave., Carson, CA 90746 » Phone: 310/763-2374 « 888/813-9417
Las Vegas Office: 6765 S. Eastern Avenue, Suite 3, las Vegas, NV 89119 e Phone: 702/784-0040




e

|
FORENSIC
.. LABORATORIES

Analysis Request Form (COC)

Client Name & Address:

FACS Modesto
207 McHenry Ave
Modesto, CA 95354

Client No.: M ODO8

PO / Jobi#:

PJ65200 Date: 412/20/2021

Turn Around Time: [Same Day /|1oay / [2Day /|30y |/[4Day 523

[T PCM: [ET NIOSH 7400A / [3 NIOSH 74008 [3 Rotometer

I8 PLM: [ Stondard / [ Point Count [400[1000 |/ FT CARS 435

Contact: Phone:

Chris Chipponeri (209) 238-7175

E-mail:

CChipponeri@ForensicAnalyital.com

[0 TEM Air: T AHERA / [ Yamate2 / [OI NIOSH 7402

(7 TEM Bulk: [T Quantitative / BT Qualitative / T Chatfield
[F TEM Water: FT Potable / T Non-Potable / [T Weight %
[Fi TEM Dust: FT D5755 (microvac) / FT D6480 (wipe)

Si E i
fle Nome: ity of Fresno Warehouse

[0 IAQ Particle Identification (PLM LAB) [T PLM Opaques/Soot
{3 Particle Identification {TEM LAB) [T Special Project

Mirror Mastic
Roam 14

Site Location: 735 1 Straet T Metals Analysis  Matrix: Method:
Analytes:
Comments: Please provide a copy of results to Drew.Davis@forensicanalytical.com | Page 10/10 [ Silica in Air [T w/Gravimetry
T Quartz Only
FOR AIR SAMPLES ONLY Sample
Sample ID Date / Sample Location / Description Area /
P Time P P T Time Avg Total ;
98 | _gnfol-| APM | - Tiwe | AlrVolime
PJ65200-44C 12/22/21 Fiberglass Insulation Paper
Room 8
PJ65200-45A 12122021 | guyET - Black - N
Room 12 i
PJ65200-45B 12/22121 9" VET - Black
Room 12
PJB5200-46A 122221 Vinyl Sheet Flooring - Wood
Room 12
PJB5200-468 12122121 Vinyl Sheet Flooring - Wood
Room 12
PJB5200-47A 12/22/21

[ +]
S - ) R R R
Sl < s A

El

Sampled By: CChipponeri

Date/Time: 12/22/21 ' Shipped Via: Pifed Ex F1ups

Us Mail FllCourler T Drop Off T Other:

Relinquished By:

Relinquished By: O&L ajfz,,,_

Relinquished By:

Condition Acceptable? [T Yes HNG\W Condition Acceptable? [T(Yes T No

Date / Time: WZ’B/Z ' Date / Time: Date / Time:
Xy l

Received By: = Received By: Received By:

Date / Time: BEC 2 7 202] (‘Ig\w Date / Time: Date / Time:

Condition Acceptable? [T Yes 3 No

| 2T SGS Forensic Laboratories may subcontract client samples to other SGSEL locations to meet client requests.

...........

SarFrancisco-Office: 3777 Bepot Road, Suite 409, Hayward, CA 945452761 » Phone: 510/887-8828 « 800/827:3274
Los Angeles Office: 20535 South Belshaw Ave., Carson, CA 90746 o Phone: 310/763-2374 « 888/813.9417
Las Vegas Office: 6765 S. Eastern Avenue, Suite 3, Las Vegas, NV 891 19 o Phone: 702/784-0040




FORENSIC Amended Report

LABORATORIES

Bulk Asbestos Analysis

(EPA Method 40CFR, Part 763, Appendix E to Subpart E and EPA 600/R-93-116, Visual Area Estimation)
NVLAP Lab Code: 101459-0

FACS - Fresno
Tyler Faison
21228 Cabot Blvd.

Hayward, CA 94545

Client ID: FRO9

Report Number: B327113
Date Received: 12/27/21
Date Analyzed: 01/14/22
Date Printed: 01/14/22
First Reported:  01/04/22

Job ID/Site: PJ65200; TAM+CZ ARCHITECTS, INC. 735 H Street Fresno CA

Date(s) Collected: 12/22/2021

SGSFL Job ID:  FR09
Total Samples Submitted: 96
Total Samples Analyzed: 96

Asbestos Percent in Percentin  Asbestos Percent in

Sample ID Lab Number Type Layer Layer Type Layer

PJ65200-01A 12512916
Layer: Brown Mastic ND
Layer: Tan Fibrous Material ND
Layer: Paint ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (95 %)

PJ65200-01B 12512917
Layer: Brown Mastic ND
Layer: Tan Fibrous Material ND
Layer: Paint ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (95 %)

PJ65200-02A 12512918
Layer: Tan Fibrous Material ND
Layer: Paint ND
Total Composite Values of Fibrous Components: ~ Asbestos (ND)
Cellulose (95 %)

PJ65200-028 12512919
Layer: Tan Fibrous Material ND
Layer: Paint ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (95 %)

PJ65200-03A 12512920
Layer: Brown Tile ND
Layer: Tan Mastic ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (Trace)

PJ65200-03B 12512921
Layer: Brown Tile ND
Layer: Tan Mastic ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (Trace)

1 of 13

3777 Depot Road, Suite 409, Hayward, CA 94545 |/ Telephone: (510) 887-8828 (800) 827-FASI / Fax: (510) 887-4218



Report Number: B327113
Client Name: FACS - Fresne Date Printed: 01/14/22

Asbestos Percent in Asbestos  Percent in Asbestos Percent in
Sample 1D Lab Number Type Layer Type Layer Type Layer

PJ65200-04A 12512922
Layer: Green Tile
Layer: Black Mastic
Total Composite Values of Fibrous Components:
Celiulose (Trace)

PJ65200-05A 12512923
Layer: Tan Tile
Layer: Yellow Mastic
Total Composite Values of Fibrous Components:
Cellulose (Trace)

PJ65200-058 12512924
Layer: Tan Tile
Layer: Yellow Mastic
Total Composite Values of Fibrous Components:
Cellulose (Trace)

PJ65200-06A 12512925
Layer: Brown Tile
Layer: Black Mastic
Total Composite Values of Fibrous Components:
Cellulose (Trace)

PJ65200-07A 12512926
Layer: Tan Tile
Tayer: Black Mastic
Total Composite Values of Fibrous Components:
Cellulose {Trace)

PJ65200-08A 12512927
Layer: Biack Non-Fibrous Material
Layer: Beige Mastic
Total Composite Values of Fibrous Components:
Celiulose (Trace)

PJ65200-09A 12512928
Layer: Black Norn-Fibrous Mateyial
Layer: Beige Mastic
Total Composite Values of Fibrous Components:
Cellulose (Trace)

PJ65200-10A 12512929
Layer: Beige Tile
Layer: Yellow Mastic
Total Compeosile Values of Fibrous Components:
Cellulose {Trace) Tale (10 %)

3777 Depot Road, Suite 409, Hayward, CA 94545 / Telephone: {510) 887-8828 (800) 827-FASI / Fax: (510) 887-4218

Asbestos (ND)

Chrysotile

Asbestos (2%)

Chrysotile

Asbestos (2%)

Chrysotile

Asbhestos (5%)

Chrysotife

Asbestos (5%)

Asbestos (ND)

Asbestos (ND)

Asbestos (ND)

ND
ND

2%
ND

2%
ND

5%
ND

5%
ND

ND
ND

ND
ND

ND
ND

2 of 13



Report Number: B327113

Client Name: FACS - Fresno Date Printed: 01/14/22
Asbestos Percent in Asbestos  Percent in Asbestos Percent in
Sample 1D Lab Number Type Layer Type Layer Type Layer
PJ63200-11A 12512930
Layer; Tan Tile Chrysotile 2%
Layer: Black Mastic ND

Total Composite Values of Fibrous Components:  Asbestos (2%)
Cellulose {Trace} Talc (10 %)

PJ65206-11B 12512931
Layer: Tan Tile : Chrysotile 2%
Layer: Black Mastic ND

Total Composite Values of Fibrous Components:  Asbestos (2%)
Cellutose {Trace) Tale (10 %)

PI65200-12A 12512932
Layer: Grey Fibrous Material Chrysotile 70 %
Total Composite Values of Fibrous Components: Asbestos (70%)
Cellulose (25 %)

PJ65200-12B 12512933
Layer: Grey Fibrous Material Chrysotile 70 %
Total Composite Values of Fibrous Components:  Ashestos (70%)
Cellutose (25 %)

PJ65200-12C 12512934
Layer: Grey Fibrous Material Chrysotile 70 %
Total Composite Values of Fibrous Components: Asbestos (70%)
Cellutose (25 %)

PJ65200-13A 12512935
Layer: Black Felt ND
Layer: Black Mastic ND

Total Composite Values of Fibrous Components: Asbestos (ND)
Cellutose (85 %)

PJ65200-14A 12512936
Tayer: Grey Fibrous Material ND
Total Composite Values of Fibrous Components:  Asbestos {ND)
Cellulose (Trace) Fibrous Glass (99 9)

PJ65200-148 12512937
Layer: Grey Fibrous Material ND
Total Composite Values of Fibrous Components: Asbestos (ND)
Celiulose (Trace) Fibrous Glass (99 %)

PJ65200-14C 12512938
Layer: Grey Fibrous Material ND
Total Composite Values of Fibrous Composnents:  Asbestos (ND)
Celtulose (Trace) Fibrous Glass (99 %)

3 of 13
3777 Depot Road, Suite 409, Hayward, CA 94545 | Telephone: (510) 887-8828 (800) 827-FASI / Fax: (510) 887-4218



Report Number: B327113

Client Name: FACS - Fresno Date Printed: 01/14/22
Asbestos Percent in Asbestos  Percent in Asbestos Percent in
Sample ID Lab Numbe: Type Layer Type Layer Type Layer
PJ65200-15A 12512939
Layer: White Mortar ND

Total Composite Values of Fibrous Components:  Asbestos (NI}
Celiulose (Trace)

PJ65200-15B 12512940
Layer: White Mortar ND
Total Composite Values of Fibrous Components: Asbestos (NI}
Celinlose (Trace)

PJ65200-15C 12512941
Layer: Red Cementitious Material ND
Layer: White Mortar ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (Trace)

PJ65200-15D 12512942
Layer: Red Cementitious Material ND
Layer: White Mortar ND
Total Composite Values of Fibrous Components: Asbestos (ND)
Cellulose (Trace)

PJ65200-15E 12512943
Layer: White Mortar ND
Total Composite Values of Fibrous Components: Asbestos (ND)
Cellulose (Trace)

PJ65200-16A 12512944
Layer: Brown Carpet ND
Layer: Beige Mastic ND
Layer: Multicolored Foam ND
Total Composite Values of Fibrous Components: Asbestos (NI
Cellulose (Trace) Synthetic {85 %)

PJ65200-17A 12512945
Layer: Grey Carpel ND
Layer: Beige Mastic ND
. Layer: Multicolored Foam ND

Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (Trace) Synthetic {85 %)

PJ65200-18A 12512946
Layer: Multicolored Carpet ND
Total Composite Values of Fibrous Components: Asbestos (ND)
Cellulose (Trace) Synthetic (85 %)

4 of 13
a777 Depot Road, Suite 409, Hayward, CA 94545 / Telephone: (510) 887-8828 (800} 827-FASI / Fax: {510) 867-4218



Client Name: FACS - Fresno

Report Number:
Date Printed:

B327113
01/14/22

Asbestos Percent in Percent in

Sample ID Lab Number Type Layer Layer

PJ65200-194 12512947
Layer: Tan Carpet ND
Layer: Beige Mastic ND
Layer: Multicolored Foam ND
Total Compaosite Values of Fibrous Components:  Asbestos (ND)
Cellulose {Trace) Synthetic (85 %)

PJ65200-20A 12512948
Layer: Grey Cementitious Material ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellutose (Trace)

PJ65200-20C 12512949
Layer: Grey Cementitious Material ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (Trace)

PJ65200-20D 12512950
Layer: Grey Cementitious Material ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (Trace)

PJ65200-20E 12512951
Layer: Grey Cementitious Material ND
Total Composite Values of Fihrous Components: Ashestos (ND)
Cellulose (Trace)

PJ65200-20F 12512952
Layer: Grey Cementitious Material ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (Trace)

PJ65200-21A 12512953
Layer: Tan Fibrous Material ND
Total Composite Values of Fibrous Components: Asbestos (ND)
Cellulose (95 %)

PJ65200-22A 12512954
Layer: White Drywall ND
Layer: Off-White Joint Compound Chrysotile 2 %
Layer: White Tape ND
Layer: Off-White Texture Chrysotite 2 %
Layer: Paint ND
Total Composite Values of Fibrous Components:  Asbhestos (Trace)
Cellulose (20 %) Fibrous Glass (10 %)

5 of 13

3777 Depot Road, Suite 408, Hayward, CA 94545 / Telephone: (510) 887-8828 (800) 827-FAS! / Fax: {510) 887-4218



Report Number: B327113
Client Name; FACS - Fresno Date Printed: 01/14/22
Asbestos Percentin  Asbestos  Percentin  Asbestos Percent in

Sampie ID Lab Number Type Layer Type Layer Type Layer
PJ65200-22B 12512955

Layer: White Drywall ND

Layer: Off-White Joint Compound Chrysotile 2 %

Layer: White Tape ND

Layer: Off-White Texture Chrysotile 2 %

Layer: Paint ND

Total Composite Values of Fibrous Components:  Asbestos (Trace)

Celiulose (20 %) Fibrous Glass (10 %)
PJ65200-22C 12512956

Layer: White Drywall ND

Layer: Off-White Joint Compound Chrysotile 2%

Layer: White Tape ND

Layer: Off-White Texture Chrysotile 2 %

Layer: Paint ND

Total Composite Values of Fibrous Components: Asbestos (Trace)

Cellutose (20 %) Fibrous Glass (10 %)
PJ65200-23A 12512957

Tayer: White Drywail ND

Layer: Paint ND

Total Composite Values of Fibrous Components: Asbestos (ND)

Cellutose (20 %) Fibrous Glass (10 %)
PJ65200-238 12512958

Layer: White Drywall ND

Layer: Paint ND

Total Composite Vatues of Fibrous Components: Asbestos (ND)}

Cellulose (20 %) Fibrous Glass (10 %)
PJ65200-23C 12512959

Layer: While Drywall ND

Layer: Paint ND

Total Composite Values of Fibrous Components:  Asbestos (ND)

Cellulose (20 %) Fibrous Glass (10 %)
PJ65200-23D 12512960

Layer: White Drywall ND

Layer: Paint ND

Total Composite Values of Fibrous Components:  Asbestos (ND)

Cellulose (20 %) Fibrous Glass (10 %)
PJ65200-23E 12512961

Layer: White Drywall ND

Layer: Paint ND

Total Composite Vatues of Fibrous Components:  Asbestos (ND)

Cellulose (20 %) Fibrous Glass (10 %)

6 of 13

3777 Depot Road, Suite 409, Hayward, GA 94545 | Telephone: (510) 887-8628 (800) 827-FAS| / Fax: (510) 887-4218



Report Number: B327113

Client Name: FACS - Fresno Date Printed: 01/14/22
Asbestos Percent in Asbestos  Percent in Asbestos Percent in
Sample ID Lab Number Type Layer Type Layer Type Layer
PJ65200-24A 12512962
Layer: White Drywall ND
Layer: Paint ND

Total Composite Values of Fibrous Components: Asbestos (ND)
Celiulose (20 %) Fibrous Glass (10 %)

PJ65200-24B 12512963
Layer: White Drywall ND
Layer: Paint ND

Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (20 %) Fibrous Glass {10 %)

PJ65200-24C 12512964
Layer; White Drywall ND
Layer: White Joint Compound Chrysotile 2%
L.ayer: Tan Tape ND
Layer: White Texture Chrysotile 2%
Layer: Pamt ND

Total Compeasite Values of Fibrous Components:  Asbestos (Trace)
Cellulose (20 %) Fibrous Glass (10 %)

PJ65200-24D 12512965
Layer: White Drywall ND
Layer: Off-White Joint Compound Chrysotile 2 %
Layer: White Tape ND
Layer: Off-White Texture Chrysotile 2 %
Layer: Paint ND

Total Comiposite Values of Fibrous Components:  Ashestos (Trace)
Cellulose (20 %) Fibrous Glass {10 %)

PJ65200-254 12512966
Layer: White Drywall ND
Total Composite Values of Fibrons Components: Ashestos (ND)
Cellulose (20 %) Fibrous Glass (10 %)

PJ65200-258 12512967
Layer: White Drywall ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (20 %) Fibrous Glass (10 %)

PJ65200-26A 12512968
Layer: White Tape ND
Total Composite Values of Fibrous Components: Asbestos (ND)
Cellulose (90 %)

PJ65200-26B 12512969
Layer: White Tape ND
Totai Composite Values of Fibrous Components:  Asbestos (ND)
Celiulose (90 %)

7 of 13
3777 Depot Road, Suite 409, Hayward, CA 84548 / Telephone: (510) 887-8828 (800) 827-FASI / Fax: (510) 887-4218



Report Number: B327113

Cellulose (90 %)

3777 Depot Road, Suile 409, Hayward, CA 94545 | Telephone: (510) 887-8828 (800) 827-FASI / Fax: {510) 887-4218

Client Name: FACS - Fresno Date Printed: 01714122
Asbestos Percent in Asbestos  Percentin Asbestos Percent in

Sample 1D Lab Number Type Layer Type Layer Type Layer

PJ65200-27A. 12512970
Layer: Yellow Tape ND
Total Composite Values of Fibrous Components: Ashestos (ND)
Cellulose (80 %)

PJ65200-28A 12512971
Layer: White foint Compound ND
Layer: Paint ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellutose (Trace)

PJ65200-28B 12512972
Layer: White Joint Compound ND
Layer: Paint ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Ceilulose (Trace)

PJ65200-29A 12512973
Layer; Black Non-Fibrous Material Chrysotile 2%
Total Composite Values of Fibrous Components:  Asbestos (2%)
Cellulose (Trace)

" PJ65200-29B 12512974

Layer: Black Non-Fibrous Material Chrysotile 2 %
Tortat Composite Vatues of Fibrous Components:  Ashestos (2%)
Celiulose (Trace)

PJ65200-30A 12512975
Layer: Brown Fibrous Material ND
Total Composite Values of Fibrous Components:  Asbestos (NI}
Cellulose (95 %}

PJ65200-30B ' 12512976
Layer: Brown Fibrous Material ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (95 %)

PJ65200-30C 12512977
Layer: Brown Fibrous Material ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (95 %)

PJ65200-31A 12512978
Layer: Black Pelt ND
Total Composite Values of Fibrous Components:  Ashestos (ND)
Cellulose (90 %)

PJ65200-31B 12512979
Layer: Black Felt ND
Total Composite Values of Fibrous Components:  Asbestos (ND)
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Asbestos Percenl in Asbestos  Percent in Asbestos Percent in
Sample 1D Lab Numbex Type Layer Type Layer Type Layer
PJ65200-32A 12512580
Layer: Black Felt ND

Total Composite Values of Fibrous Components:  Ashestos (ND)
Cellulose (90 %)

PJ65200-32B 12512981
Layer: Black Felt ND
Tolal Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (90 %)

PJ65260-33A 12512982
Layer: Off-White Plaster ND
Layer: Paint ND

Total Composite Values of Fibrous Components: Asbestos (NID)
Celtulose (Trace)

PJ65200-33B 12512983
Layer: Off-White Plaster ND
Layer: Paint ND
Total Composite Values of Fibrous Components: Ashestos (ND)
Cellulose {Trace)

PJ65200-33C 12512984
Layer: Off-White Plaster ND
Layer: Paint ND

Total Composite Values of Fibrous Components: Ashestos (ND))
Cellulose {Trace)

PJ65200-33D 12512985
Layer: Off-White Plaster ND
Layer: Paint ND

Total Composite Values of Fibrous Components:  Ashestos (ND)
Cellulose (Trace)

PJ65200-33E 12512986 _
Layer: Off-White Plaster ND
Layer; Paint : ND

Total Composite Values of Fibrous Components; Asbestos (ND)
Cellutose (Trace}

PJ65200-34A 12512987
Layer: Off-White Plaster ND
Layer: Paint ND

Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (Trace)

PJ65200-34B 12512988
Layer: Off-White Plaster ND
Layer: Paint ND
Total Composite Vatues of Fibrous Components:  Asbestos (ND)
Cellulose {Trace)
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Asbestos Percentin  Asbestos  Percentin  Asbestos Perceat in
Sample ID Lab Number Type Layer Type Layer Type Layer
PJ65200-34C 12512989
Layer: Off-White Plaster ND
Layer: Paint . ND

Total Composite Values of Fibrous Components:  Asbestos (NID)
Cellulose (Trace)

PJ65200-35A 12512690
Layer: Brown Fibrous Material ND
Layer: Paint ND

Total Composite Values of Fibrous Componerts:  Asbestos (ND)
Cellulose (95 %)

PJ65200-36A 12512991
Layer: Brown Fibrous Material ND
Layer: Paint ND

Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (95 %)

PJ65208-368 12512992
Layer: Brown Fibrous Material ND
Layer: Paint ND

Total Composite Values of Fibrous Components:  Ashestos (ND)
Cellulose (95 %)

PJ65200-37A 12512993
Layer: Yellow Mastic ND
Layer: Brown Fibrous Material ND
Layer: Black Mastic ND

Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (95 %)

PJ65200-37B 12512594
Layer: Yellow Mastic ND y
Layer: Brown Fibrous Material ND
Layer: Black Mastic ND

Total Composite Values of Fibrous Components: Asbestos (ND)
Cellulose (95 %)

PJ65200-38A 12512995
Layer: Grey Semi-Fibrous Material Chrysotite 10 %
Layer: Paint ND
Total Composite Values of Fibrous Components:  Asbestos (10%)
Cellulose (Trace)

PJ65200-388 12512996
Layer: Grey Semi-Fibrous Matesial Chrysotile 10 %
Layer: Paint ND

Total Compeosite Values of Fibrous Components:  Asbestos (109%)
Cellulose (Trace)
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PJ65200-39A 12512997
Layer: Grey Fibrous Material Chrysotile 50 %

Total Composite Values of Fibrous Components: Asbestos (50%)
Cellulose (45 %) Synthetic (5 %)

PJI65260-398 12512998
Layer: Grey Fibrous Material Chrysotile 50 %
Total Composite Values of Fibrous Components:  Asbestos (50%)
Celivlose (45 %) Synthetic (5 %)

PJ65200-40A 12512999
Layer: Grey Non-Fibrous Material : ND
Layer: Black Fibrous Backing ND
Layer: Brown Mastic ND

Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (40 %) Synthetic {10 %)

PJ65200-41A 125130600
Layer: Dark Brown Sheet Flooring ND
Layer: Black Fibrous Backing ND
Eayer: Brown Mastic ND

Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (35 %) Synthetic {5 %}

PJ65200-41B 12513001
Layer: Dark Brown Sheet Flooring ND
Layer: Black Fibrous Backing ND
Layer: Brown Mastic ND

Total Composite Values of Fibrous Components:  Asbestos {ND)
Cellulose (35 %) Synthetic (5 %)

PJ65200-42A 12513002
Layer: Black Non-T'ibrous Matesial ND
Total Composite Values of Fibrous Components:  Asbestos (NI
Cellulose {Trace)

PJ65200-43A 12513003
Layer: Tan Woven Material ND
Layes: Black Non-Fibrous Material ND
Layer: Tan Woven Material ND

Total Composite Values of Fibrous Components:  Asbestos (ND)
Cetlulose (80 %)

PJ65200-44A 12513004
Layer: Yellow Fibrous Material ND
Layer: Brown Fibrous Malerial ND
Layer: Black Tar ND

Total Compesite Values of Fibrous Components; Asbestos (ND)
Cellulose (20 %) Fibrous Glass (70 %)
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Asbestos Percent in Asbestos  Percentin Asbestos Percent in
Sample ID Lab Number Type Layer Type Layer Type Layer
PJ65200-44B 12513005
Layer: Yellow Fibrous Material ND
Layer: Brown Fibrous Material ND
Layer: Black Tar ND

Total Composize Values of Fibrous Components; Asbestos (ND)
Cellulose (20 %) Fibrous Glass {70 %)

PJ65200-44C 12513006
Layer: Yellow Fibrous Material ND
Layer: Brown Fibrous Materjal ND
Layer: Black Tar ND

Total Composite Values of Fibrous Compenents:  Asbestos (NI
Cellulose (20 %) Fibrous Glass (70 %)

PJ652060-45A 12513007
Layer: Tan Tile Chrysotile 5 %
Layer: Black Mastic ND
Total Composite Values of Fibrous Components:  Asbestos (5%)
Cellulose {Trace)

PJ65200-458 12513008
Layer: Tan Tile Chrysotile 5%
Layer: Black Mastic ND
Total Composite Values of Fibrous Components:  Asbestos (5%)
Cellulose {Trace)

PJ65200-46A 12513009
Layer: Brown Sheet Flooring ND
Layer: Black Fibrous Backing ND
Layer: Brown Mastic ND

Total Composite Values of Fibrous Components:  Asbestos (ND)
Cellulose (80 %) Synthetic (5 %)

PJ65200-468 12513010
Layer: Brown Sheet Flooring ND
Layer: Black Fibrous Backing ND
Layer: Brown Mastic ND

Total Composite Values of Fibrous Components:  Asbestos (ND}
Cellulose (80 %) Synthetic (5 %) ‘
PJ65200-47A 12513011

Layer: Yellow Foam ND
Layer: Yellow Mastic ND
Total Composite Values of Fibrous Components:  Asbestos (NI})
Cellulose (Trace)

Note: Samples out of order.
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Asbestos Percent in Asbestos  Percent in Asbestos Percent in
Sample ID Lab Number Type Layer Type Layer Type Layer

Tad Thrower, Laboratory Supervisor, Hayward Laboratory

Note: Limit of Quantification (LOQ') = 1%, "Trace’ denotes the presence of asbestos below the LOQ. 'ND' = ‘None Detected’.
Analytical results and reports are generated by SGS Forensic Laboratories (SGSIL) at the request of and for the exclusive use of the person or entity {client) named on such report.
Results, reports ar copies of same will not be released by SGSFL to any thivd party without prior written request from client. This report applies only to the sample{s) lested
Supporting laboratory documentation is available upon request. This report must not be reproduced except in full, uniess approved by SGSFL. The client is solely responsiblefor the
use and interpretation of test results and reports requested from SGSFEL. SGSFL is not able Lo assess the degree of hazard resulting from materials analyzed. SGS Foreasic
Laborateries reserves the right {o dispose of all samples afler a period of thirty (30) days, according to all state and (ederal guidelines, unless otherwisespecified. All samples were
received in acceplable condition unless otherwise noled.
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Appendix B
Site Photos and Sample Location Drawings

9-inch Vinyl Floor Tile — Gray Pebble Room 1 Carpets — Gray (above) & Tan (below)
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Asbestos Survey Reporit

Drywall — Skip Trowel Texture

12-inch Acoustic Ceiling Tile — Pinhole Carpet - Gray
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6-inch Vinyl Baseboard Hallway Flooring

Drywall w/ Wallpaper Concrete Flooring
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